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INtertek

Total Quality. Assured.

TEST REPORT

APPLICANT: VISHAL PAPER MILLS PVT LTD
SANGRUR ROAD, MALERKOTLA, PUNJAB- 148023
ATTN: VIKAS PANWAR

TC-5663
ULR - TC566323423007844F

NUMBER
DATE:

DELH23007844
27T JUNE, 2023

SAMPLE DESCRIPTION: THE SUBMITTED SAMPLE SAID TO BE- EMPEROR WHITE

DATE RECEIVED

TEST PTERFORMANCE DATE
BUYER’S NAME :--
BUYING AGENT/CONTACT D --
ORDER NO. D --
STYLE NO. D --
END USE D --

COLOR : White - Grey
SEASON :--
COUNTRY OF DESTINATION D=

: 08™ JUNE, 2023

TESTS CONDUCTED: AS PER THE REQUEST BY THE APPLICANT.

: 08T™ JUNE, 2023 TO 25™ JUNE, 2023

CHLOROPHENOLS
FOR FURTHER DETAILS PLEASE REFER TO THE ENCLOSED PAGE (S).
CONCLUSION:
TESTED SAMPLE TEST PARAMETER RESULT
CHLOROPHENOLS
SUBMITTED SAMPLE (64 LFGB B 82.02.8 KOH EXTRACTION) M

NOTE: M = MEET CLIENT’S REQUIREMENT
# = NO SPECIFIED REQUIREMENT

F = BELOW CLIENT’S REQUIREMENT
N/A = NOT APPLICABLE

Note:

1. Statement of conformity is based on the simple acceptance rule without using measurement of

uncertainty.

2. Laboratory reports the final test results in test report. Any additional information, if required will be

provided on request.

AUTHORIZED BY
FOR INTERTEK INDIA PVT. LTD.
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SHASHI KANT
LAB. EXECUTIVE - HARDLINE
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INtertek

Total Quality. Assured.

TC-5663
ULR - TC566323423007844F

TEST REPORT NUMBER : DELH23007844
DATE: : 27™H JUNE, 2023

TEST CONDUCTED:

1. CHLOROPHENOLS CONTENT:
(64 LFGB B 82.02.8 KOH EXTRACTION)

S no. Compound CAS No. Result (ppm) Requirement (ppm)
(Grey paper)
1 Pentachlorophenol (PCP) 87-86-5 0.25 0.5
REMARK:
ND = NOT DETECTED
DETECTION LIMIT = 0.05 ppm
ppm = PARTS PER MILLION
# END OF TEST REPORT #

This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to
be a recommendation for any particular course of action. Intertek does not accept a duty of care or any other responsibility to
any person other than the Client in respect of this report and only accepts liability to the Client insofar as is expressly contained in
the terms and conditions governing Intertek's provision of services to you. Intertek makes no warranties or representations
either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to
conduct the Review on a diligent and careful basis and we do not accept any liability to you for any loss arising out of or in
connection with this report, in contract, tort, by statute or otherwise, except in the event of our gross negligence or willful

misconduct.
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